SGS

Test Report No.: NGBHL24000177701 Date: Jan 17, 2024 Page 1 of 3
Client Name:  JINHUA DONGRUI NEW-TECH MATERIAL CO.,LTD.
Client Address: LINXIA INDUSTRIAL JINDONG AREA JINHUA ZHEJIANG PROVINCE,CHINA

Sample Description: INNER SPRAY CERAMIC THERMOS CUP
Style No.: NOT PROVIDED
ltem No.: NOT PROVIDED

The above sample(s) and information were provided by the client.

SGS No.: NBHL2401000583CW
Sample Receiving Date: Jan 10, 2024
Testing Period: Jan 10, 2024 ~ Jan 17, 2024
Test Requested: Select test(s) as requested by the client.
Testing Performed: Follow selected test(s) as requested by client.
Test Requirement Comment
1 US FDA 21 CFR 175.300 - Total Extractives Pass

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Lid. Ningbo Branch

Sissie P@”j

Sissie Peng

Scan to see the report

MGBHLZ# I:ICIO1 ??1
Approved Signatory Verfication:

check.spaanline cam en

Uniass otherwize agreed in writing, this document (s issued by the Company subject to ts General Conditions of Sarvice printed
ovarleal, available on request or accessiblie l‘rhbtp [ivanw, 5 cmn.'un.f'l’grms and-Conditions aspx and, for electronic farmal documants,
subject lo Terms and Conditions for Electron| FICTC AT e nnm.l'amnnns a CnndHians."I‘nrma-a Documeanl.Bspx.
Attention is drawn to the limitation of liabHity, Ind-amnlﬁcutlon and ju chion Tssues arain. Any hol ocumant s
advisad thal information contained hereon refiects the Company's findings at the time of iu intervantion only nm! within the limits of
Client’s instructions, if any. Tha Company's sola rnapnnalhllll Ia to its Clent and this document does nol axonerata parties 1o 8
transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced
excapt in full, without prier written approval of the Company. Any unauthorized alteration, forgery or falsification of the contant or
appearance of this documant is unlawful and offenders may be prosecuted to the fullast extent of the law. Unless otherwise stated the
results shown in this test report refer only 1o the sample(s) teste

Attention: To chack the authenticity of lesting /inspection rtp srt & cortificate, please contact us at telephone: (BE-T55) 8307 1443,
or amail: CN,Doccheckisgs com

i Hn.11i".l'.i.|ngrunﬂnad. Hi-Tech Zone, Ningbo, Zhejiang, China 315040 1 E&E (86-574)B0070249 WWW.SSgroup.com.cn
hE- T TERAEREEIITIE BRAR: 315040 tHL (BE-ST4)B90TOZT1 (ML (BE-5T4)BOOTOR4Z sgs.china@sgs.com
T

o TSR R
4* #smbml.'mrq&rwm r

_.lﬁhh—;w*":’w !

Member of the SGS Group (SGS SA)



SG

Test Report No.: NGBHL24000177701 Date: Jan 17, 2024 Page 2 of 3
Test Result(s):
Test Part Description:
Material
SN ID Sample No. SGS Sample ID Description (claimed by
the client)
; : ; METAL
SN1 A1 NGB24-0001777-0001.C001 S'“;?ﬂ';?ﬁ;ﬁ]:’iﬁ‘n:?“e +CERAMIC
COATING
Remarks:
(1) mg/dm? = milligram per square decimeter
mg/inch? = milligram per square inches
ug/cm? = microgram per square centimeter
mg/L = milligram per litre
mg/kg = milligram per kilogram
(2) °C = degree Celsius
°F = degree Fahrenheit
{3) <= less than
(4) RL = Reporting Limit
(5) ND = Not Detected (< RL).
US FDA 21 CFR 175.300 - Total Extractives
Test Method: With reference to US FDA 21 CFR 175.300.
Simulant used Test Condition Limit Unit(s) RL Al Comment
8% Ethanol 150°F, 2 hrs 18 mg/inch? 0.1 ND Pass
Distilled water 212°F, 0.5 hr 18 mag/inch? 0.1 ND Pass

Remark:
(1) hr = hour

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Test Report
Sample Photo:

No.: NGBHL24000177701 Date: Jan 17, 2024 Page 3 of 3

NGB24-0001777-0001.C001
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SGS authenticate the photo on original report only
*** End of Report ***
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